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* Nobuo NAGASHIMA, Masao HAYAKAWA and Megumi KIMURA, “Characterization of Mechanical properties for
creep-fatigued ferritic heat-resisting steel by nano-indentation”, Procedia Materials Science 3(2014), pp.2006-2010
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